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Test Report NO:CE/2006/A4731 Date: 20081000 Page: 1 of 3

EVER POLYMER CO., LTD. PR
3F, NO. 538, SEC. 1, MINSHENG N. RD., GUEISHAN SHIANG, TAGYUAN, .

TAIVAN

Report on the sybmitted sample sidto be THERMO PLASTIC ELASTOMER.

Style/sitam No : TPR (TPE) EVERLON 3ERIES

Country of Origin : TAIWAN

Sample Raceiving Date H 2008/10/23

Tewting Pedod : 2006/10/23 TO 2008/10/30
:n:umu:::::::znan.x:—,::::::!z-:ntt===‘====na“hnrse:::::::mun:nﬂx:::::n-n---m::z::x:------“-
Test Requested : In aceordance with the RoHS Dirsctive 2D2RS/EC, and ity

amendment diractives,

Test Method : {12 With reference to BS EN 1122:2001, Method B for Cadmium
Content. Analysis was parformed by ICP-AES.

(2) With referencs i US EPA Method 30508 for Lead Content.
Analyss wag performsd by ICP.AES,

(3) With reference to US EFA Method 2052 for Mercury Content,
Analyds was performed by ICP-AES.

{4) With reference to US FPA Method 30804 & 7196A for
Hexavalent Chromium, Analysis was performed by WMVl
Spectromaetry,

(5) With refsrence to US EFA 35400 for PBB/PBDE Content.
Analys's was performed by GC/MS and wieening via US EPA

. 3550C with HPLC/DALYM S, '

Test Resuit{s) : : Please refer to next pagas), -
L
Manager
for and on behaf of
8G8 TAIWAN LTD.
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Test Report No: CE/2008/A4731  Dats: 20061030 Page: 2 of 3

EVER POLYMER TO., LTD. R T I
3F, NO. 338, SEC. 1, MINSHENG N. RD., GUEISHAN SHIANG, TAOYUAN, _

TAIWAN

Tast rasuits by chemical method Unit: mg/ig)

) Method Resut
Test item (s): (Refer to) No MDL

iCadmium (Cd) (1) n.d. 2
‘Lead (Pb) (2) n.d, 2
Marcury (Hg) 3) n.d. ]
Hexavalent Chromium {CV1) (4) . n.d, 2
Sum of PEBs n.d. .
Monobromobiph enyi . n.d. 5
Dibrom ghiphenyl n.d, <]
TrAbromobiphenyt n.d. o
Tetrabromobiphenyi ' n.d. §
Pentabomobiphenyl n.d. 5
Hexabromobiph envi n.d. 5
Heptabromobiphenvi : n.d. 5
Octabromobiphanyi n.d. &
Nonabromobiphenyi n.d. 5
Decabromobiphenyl n.d, 5
Sum of PBDEs (Mono to Nona) (Note 4 @) n.d, -
Honohromobiphenyl ether i n.d, 5
Jibremobipheny ather n.d. 5
ifbromobiphenyl ether : n.d, 5
letrabromobipheny ather n.d. ]
Tentabromebiphenyl ether ) n.d. 5
iexabromobiphenyi ether n.d, 8
1eptabmmobipheny1 ether n.d, 5
Jetabromobiphenyl ethar n.d. &
lonabromobiphenyl ether n.d. l
}ecabromobiphenyl ether . n.d. 5
ium of PEDEs (Mone to Deca) n.d. -
1.1 o TRANSPARENT PLASTIC PELLETS

lote : 1. mgNg = ppm
2. n.d. = Not Detacted
3. MDL = Method Detection Limit
4. Sum of Mono to NonaBDE & according to 2005/717/EC DecaBDE is exempt.
5. "" = Not Regulated

Tha cantent of this PCE fike 15 in aceendance with the priginal issued repors for referenca oaty. This Test Repert eannat be reproducsd, except in full,
without prior weitten permission of the Conpany Any unauthorized siterian, forgery artasificution of the content or appaarance of Mg report 13 Uniawiul and
ftendsrs may be prossated to tha fulest extont of the law, i

BED TA b L 1 NQ, 136-1, Wu Kung Roud, Wuku Indvavial Ions, Taipnriwmumr.Tnimn. ’

HEEE- 2) 220892935 1166-2) 22893237 WIWW. S8 o,




Test Report

EVER POLYMER CO., LTD.
3F,NO. 538, SEC. 1, MINSHENG N.

TAIWAN

The content of this PCF file is o accordante with

No : CEf20068/A4731
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