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FROM:

Test Report

CHANG CHUN PLASTICS CO., LTD. Report No, CR /2005 /62329
NO. 8, CHUNG HWA ROAD, HSINCHU INDUSTRI{AL Date : 2005/06/17
DISTRICT, TAIWAN Page :1of4 10!

The follotwing merchandise was (were} submitted and identified by the client as :

€ of Produc ' PMC(PHENOLIC MOLDING COMPOUND)])
Stvle/Jtam No " ai289J/ T373J/ T357/ T308./ T3B5JFA/ T365FA/ T3S/
133/ T614/ T375J/ T376./ T310/ 1355J/ T391C/
T399J/ T399C/ T200NA/ TI20NA

8 le eiv ¢ 2005/06/10
Lgating Date * 2005/06/10 TO 2005/06/17
Test Result ! - Please see the next page -
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! for and on behaX of

888 TAWAN LTD.

Tha conterk uf this FOF file i in accordance with the onginal issusd repoda ot raference ory. This Tast Repor eennot ba repraduced, except in ful,

withouz prior wtitten permissian of the Caormpany
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Test Report

CHANG CHUN PLASTICS CO., LTD.

Report No. : CE/2005/62329
NO. 8, CHUNG HWA ROAU, HSINCHU INDUSTRIAL Date : 2005/06/17
DISTRICT, TATWAN Page 1 20f 4

Test Regult

PART NAME NO.1

BLACK PLASTIC PELLET (PLEASE REFER TO THE

PHOTO ATTACHED)

[ | Reault
Test [tam (s) Unit Mathod MDL ol

Monobromebiphenyl % 0.0005 11:1;

Dibromobiphenyl % ggggz N-D-

‘nihm{miphcnﬁ = With reference © DlDCIOS N.D.

I ith relerence : L.
‘IB!Iaermobl.phtnyl ':: B s ar | B —
Pentabromobiphtny UREPA3SS0C. Andlysis was G o008 | ND.
Hexalromobiphenyl % _|oerformed by HPLC/DAD, \—— e e
HBWIWUbiPhQnYl % LC/MS or GC}MS- T 5
Octabromobiphenyl 5% |(prohibited by 2002/95/EC| = =
Nonabromobiphenyl % |(RoHS), 83/ 264/BEC, and 0.00 .

i 76/769/EEC) 0.0005 N.D-
Decabromobiphenyl % - =
Total %

PBBs(Polybtomina.ted

biphenyls] /Sum of whove s =
Honobromobipheny! ether % e ﬁ']ﬁ_—-J
‘Dibromobiphenyl ether % S -
Mrpromobiphenyl ether 2% 0. e =
Tetrabromobiphenyl ether % |With reference to 0'0005 e
Pentabromobiphenyl ether % |USEPA2%40C or _ -0005 e
Hoxabramobiphenyl ether % _JUSEPASSSDC. Analysis was| O.C 2 N.D
Hoptabromobiphenyl sther 5% |performed by HPLC/DAD, | 0,000 .D.

i ' S| LC/MS or GC/MS. 0.0005 N.D.
Sotapomitigheny” S (prohibited by 3002/95/BC | —==ee T—ND.
Nonsbromobighenyl ether % (RoHS), 83/264/EEC, an d .( : -
Decabromebiphenyl ether % l7g J769/EEC) 0.000 L.
Totul L - N.D.
FEBEs|PEDEs)(Polytramin
ated iphenyl ethers]/Sum
of above
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The canment of this POF tiie is in accorgancs with she origing! issued repars for refaranca enly. This Tes Rupet eannor be reproduced, =aeapt i ful,
without prier writan permission of the Company

35T AV LIngIT 1361, Wa Kun Rangl, Wukb Industrial Zons, Tuipo! eauaty, Taiwan,
Sl TR ENEED ,Nt%;a%mw r@uufrzazzswa? YW, 9@, 00 tw

I 06= T- 3:11:04 ;CHANG GHUN =" e T e T e s ¥ 3/ 4
Test Report
CHANG CHUN PLASTICS COo., LTD, Report No, : CE/2005/62329
NO. 8, CHUNG HWA ROAD, HSINCHU INDUSTRIAL Date : 2005/06/17
DISTRICT, TAIWAN Page tdof 4
Towt Itum (ol Undt Mathod MDL R;:"lu
Chrominm VI (Cr+6) rpm  |UV-VIS after reference to 2 N.D.
US EPA 20604.
Cadmium (Cd) " ppm |ICP-AES after reference to 2 N.D.
EN 1122, method B:2001
or other acid digestion,
Mercury (Hg) ppm |ICF-AES after reference o 2 ND.
US EPA 3052 or other acid ‘
digestion,
Lead (Fb) ppm  [ICP-AES after reference to 2 N.D.
US EPA 30508 cor other
acid digestion.

NOTE: (1) N.D. = Not detected (<MDL)
(2) PPm ~ mg/kg
(3) MDL = Method Detection Limit
(4)"- "= No Regulation
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Test Report

CHANG CHUN PLASTICS ¢

HWA ROAD
DISTRICT, TATWAN

NO. 8, CHuNG

rdan e ey
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NO. 1251wy Rung Road, Wk Indoetriat 23n , Taipai
118552 223 g #8E.1337 Fhee
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Report No, . CE /2005 /62339
Date
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QMEZ2 Fabruary 7, 1980
mponent - Plagtica

CHANG CHUN PLABTICS co L1p

TIBR BK, BN 0.79 941A 180 180 182
1.87 $dHE 180 186 180

. ( 317 BaHs 1BO 80 180
- T373) BK, BN 5.00 P4y 180 15Q 180
u NC 1.00 g4vg 180 180 180
[ 200  pavp 180 180 160

T3784 BK.BN 0.78 nw-b.- 180 T80 180
1.88  $dv.o m 180 180

317 gav.d 180 189

T3774 8K o.?: Bang 180 180 Y&
; .8 B4WE 188 180 160
\/ 317 DaMp 180 150 150
TIBB. BK,BN 3.17 B4V 1 180 180 180
- NAT 117 s4vaQ 190 180 18D
b 834 B4V.Q 150 150 180

A g by
flzport January 8, 1874,

Replaces E69481C datad Saptember 22, 1988,
262854081  NPO4Y Undarwriters Laboratories lne.»

WTN-05-11227F7+
W

1
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T T

E69481 (m)

{C~cont, from B Card}
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TEST REPORT

REPORT NO.KA/2005/C1268
DATE: 2005/12/30
PAGE: 1 QF 3

THE FOLLOWING MERCHANDISE WAS(WERF) SUBMITTED ON BEHALF OF THE CLIENT AND IDENTIFIED AS:

CLIENT : DONG SHING INDUSTRY & COMMERCE.
PRODUCT DESCRIPTION : CIG.PLUG
TESTING PARTS : NO.1 NOUMENON

: NO.2 BAKELITE CAP

! NO.3 FUSE JACK

: NO.4 THIMBLE

i NO.5 SPRING

: NO.6 CATHODE
STYLE/TEM NO. : SA-101
SAMPLE : AS ATTACHED PHOTO
TESTING DATE : 2005/12/24 TO 2005/12/30,

SAMPLE RECEIVED 1 2005/12/23.

—— e e e [rpr— P

WE HAVE TESTED THE SAMPLE(S) SUBMITTED AS REQUESTED AND THE FOLLOWING RESULTS WERE OBTAINELD

DET, RESULT
TEST o) HAT METHOD LMT | NO.1 | NO.2 [ NO3 NO.4| NO.5 | ND.6
ICP-AES after reference to EN
Cadmium (Cd) ppm 1122 :2001 or other acid 2 nd. [ nd | 122 445 nd. | nd.
digestion.
(Chromium Vi (Cree) pom | P Pe A e UE | o T o | 8 | vt wa | o n.d.
ICP-AES after reference to US
Meroory (Ha) PP |EPA 3052 or other acig digestion| 2 | M4 | nd | nd. | nd. | na. - nd
ICP-AES after reference ta US
Lead (Pb) ppm EPA 30508 or other acid 2 n.d. 145 | nd. |28800| nd. n.g.
digestion.
PBBs(PolybromInated biphenyls)| - s — — - =" s —
Monobromobiphenyl % 00005 nd | nd. | ng. | — - —
Dibromobiphenyl % 0.0005| nd. [ nd. | nd. | — -
Tribromobiphanyl % _| With reference to USEPA35400C 00005| nd | nd [ nd. | — —
Tetrabromobiphenyl % or USEPA3550C. Analysis was | 0.0005] n.d. nd. | n.d. - -— ---
Pantabromobiphenyl % __|performed by HPLC/DAD, LC/MS [ 0.0008 nd. | nd. | no. | — -—
Hexabromobipheny| Y or GC/MS. (prohibited by 00005) nd. | nd. | nd. —
Heptabromabiphenyi % 2002/95/EC (RoHS), 0.0005] nd. | nd | nd. | — | — 1 —
Octabromobiphenyl % | B3/264/EEC, and 76/769/EEC) [0.0005] nd. | nd. | nd | — T —
Nonabromobiphenyl % 00005 nd. | nd. | nd. = _—
Decabromobiphenyl % 0.0005( nd. | nd. | nag. - — —

£

Kueilan Chen / Asst. Supervisor
Signed for and on behalf of
SGS Taiwan Limited
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TEST REPORT

REPORT NO.KA/2005/C 1268

Pa 2

DATE: 2005/12/30
PAGE: 2 OF 3
ES HITEMS) UNIT METHOD DET. RESULT
PBDEs{Polybrominatad bipheryl LMT | NO.1 [ NO.2[NO.3[NO.4| NOE] NO&
ethers) i -— - - N
Monobromobiphen | ether 3 '“ =
?ibromobiphenyl a{her ‘£ ggggg n.: . | nd | nd - mem k,
i i = " g n.d. n.d. d. . - -
T;E;‘LT:;?SEE& e:hﬁi{] % _| With reference to USEPA3540C [ 0.0005 n.d. n.g. : g -
IEE;tabmmobF heyle er %_| or USEPA3S50C. Analysis was | 0.0005 ra nd | ng | — e
Fentabromobiphenyl ether 57— Performed by HPLC/DAD, LC/MS| 0,0008 | ng | ng oot ——
T SEphenyl ether % or GC/MS. (prohibited by [ 0.0005 | ng T g Tt
Leptabmmo.blphenyl ether % 2002/95/EC (RoHS) S oS ‘dl nd. | nd. s
ctabromobipheny! ether | BUIZB4/EEC, and 76/76U/EEC) [0.0006| md | A T oqT— ——1 =
Nonabromomphanyj ether o - nd. n.d. n.d. — e s
Decabramobiphenyl ether % ggggg rj:cc: :g n-:. - — o
. .d. d | nd | -= -

NGTE : 1. n.d, = not detected.

2. DET. LMT = DETECTION LIMIT.

subjact 1o la Jeneral Conditione ol Selvice printed overieal. Atlention is deawn la he limilal;

ned lhersin.

and Juriedictonal i55u6s d
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TEST REPORT

REFPORT NO.KA/2005/C1268
DATE: 2005/12/30
PAGE: 30F 3

268

et e

Thiz Tes! Fepor is inzued by the Gompany subject 1o its Ganaral Condiions of Service printed averieat. Aftanilon I3 drawn to the imliglions ol liapilty, indamnificarion,

and Juristictiony| tssues aefinod therain, The results shown in this last rapor refar only ta (he aample(s) laaled unless oiherwise statad, |Mis ['est Fibpon cannat be TW 2 5 8 4 "[ 3 4
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